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The uncertainty of the light output (luminous flux) measurements is U=1.8% (K=2), at the 95% confidence level. The 
uncertainty of the correlated color temperature measurements is U=20K (K=2), at the 95% confidence level.  
 
The uncertainty of the CRI is U=1.5 (K=2), at the 95% confidence level.  

1.7 Statement of Traceability 

Bay Area Compliance Laboratories Corp. (Dongguan) attested that all calibration has been performed using suitable standards 
traceable to National Primary Standards and International System of Units (SI). 

1.8  Sample Set 

Data Set 1: 85°C, 150mA 

Part Number: HL-AS-2835HW-2C-S1-08-PCT-HR3 

Number of Units: 30 

Case Temperature: >83°C 

Ambient Temperature: >80°C 

Life Test Drive Current: 150mA 

Measurement Current: 150mA 

  

Data Set 2: 105°C, 150mA 

Part Number: HL-AS-2835HW-2C-S1-08-PCT-HR3 

Number of Units: 30 

Case Temperature: >103°C 

Ambient Temperature: >100°C 

Life Test Drive Current: 150mA 

Measurement Current: 150mA 
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2 - Summary of Test Result 

Data Set: 
Sample 

Size 
Failures 

Observed: 
Test 

Interval 
Test 

Duration 
α β 

Reported TM-21 
L70 Lifetime 

1 30 0 1000hrs 9000hrs 2.375E-06 0.998 >54000hrs 

2 30 0 1000hrs 9000hrs 3.038E-06 0.997 >54000hrs 

        

Average Lumen Maintenance (Percentage of Initial Luminous Flux) 

Data Set: 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 

1 99.70%

899.70%
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3 - Test Data 

3.1  Data Set 1, 85°C, 150mA (Lumen Maintenance) 

No. 
Φ(lm) Lumen Maintenance (%) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 

1 100.00  99.52 99.22 98.87 98.48 98.17 97.91 97.67 97.49 97.05 

2 99.61  99.94 99.61 99.40 99.20 98.96 98.84 98.67 98.32 97.84 

3 99.45  99.88 99.61 99.30 99.02 98.80 98.49 98.22 97.91 97.87 

4 99.06  99.62 99.30 99.08 98.85 98.57 98.47 98.06 97.86 97.65 

5 100.10  99.55 99.26 98.91 98.53 98.44 98.19 97.99 97.89 97.85 

6 101.70  99.61 99.21 98.92 98.53 98.24 98.20 98.00 97.83 97.67 

7 100.70  99.60 99.30 99.10 98.74 98.47 98.30 98.01 97.76 97.54 

8 98.55  99.81 99.56 99.20 98.99 98.84 98.67 98.43 98.20 98.05 

9 98.80  99.51 99.09 98.86 98.48 98.20 97.98 97.60 97.25 97.15 

10 98.59  99.64 99.37 99.06 98.83 98.64 98.38 98.25 97.98 97.76 

11 100.10  99.78 99.70 99.39 99.05 98.81 98.53 98.38 98.10 97.82 

12 100.30  99.52 99.47 99.18 98.90 98.65 98.46 98.14 97.82 97.53 

13 100.10  99.81 99.55 99.23 98.91 98.68 98.53 98.23 98.00 97.81 

14 99.05  99.74 99.52 99.22 98.93 98.79 98.66 98.49 
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3.3 Data Set 1, 85°C, 150mA (Chromaticity Shift)  

No. 
u’ v’ CCT(K) Chromaticity Shift (∆u’v’) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 

1 0.2627  0.5284  2693  0.0003  0.0005  0.0007  0.0008  0.0011  0.0014  0.0017  0.0021  0.0027  

2 0.2632  0.5291  2680  0.0004  0.0006  0.0007  0.0009  0.0020  0.0021  0.0022  0.0025  0.0027  

3 0.2643  0.5280  2661  0.0004  0.0007  0.0010  0.0011  0.0014  0.0015  0.0019  0.0021  0.0018  

4 0.2636  0.5278  2676  0.0006  0.0008  0.0009  0.0012  0.0018  0.0021  0.0022  0.0025  0.0031  

5 0.2612  0.5278  2725  0.0007  0.0011  0.0014  0.0015  0.0019  0.0023  0.0025  0.0027  0.0030  

6 0.2617  0.5279  2715  0.0006  0.0009  0.0012  0.0014  0.0020  0.0031  0.0035  0.0039  0.0035  

7 0.2614  0.5267  2726  0.0004  0.0006  0.0007  0.0009  0.0009  0.0011  0.0012  0.0013  0.0018  

8 0.2628  0.5270  2695  0.0006  0.0009  0.0012  0.0015  0.0018  0.0024  0.0027  0.0030  0.0031  

9 
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3.4 Data Set 2, 105°C, 150mA (Lumen Maintenance) 

No. 
Φ(lm) Lumen Maintenance (%) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 

31 100.40  99.70 99.45 99.20 98.87 98.57 98.50 98.28 97.81 97.16 

32 99.72  99.74 99.47 99.03 98.73 98.69 98.55 98.26 98.07 97.83 

33 100.30  99.30 98.97 98.60 98.29 98.22 98.06 97.83 97.42 97.06 

34 98.73  99.29 99.09 98.75 98.24 97.88 97.70 97.35 97.22 96.78 

35 98.27  99.07 98.73 98.37 98.06 97.79 97.36 97.04 96.84 96.61 

36 101.70  99.51 99.41 99.02 98.62 98.33 97.95 97.69 97.21 96.88 

37 98.24  99.54 99.18 98.99 98.79 98.44 98.03 97.73 97.38 97.19 

38 101.30  99.51 99.11 98.91 98.47 98.23 97.91 97.67 97.37 97.16 

39 100.20  99.45 99.17 98.86 98.56 98.23 98.13 97.84 97.30 97.05 

40 96.62  99.53 99.04 98.77 98.34 98.09 97.76 97.51 97.28 96.64 

41 101.00  99.50 99.11 98.93 98.50 98.44 98.18 97.91 97.71 97.28 

42 98.13  99.39 98.91 98.60 98.34 98.01 97.67 97.25 96.93 96.72 

43 98.43  99.49 98.88 98.55 98.14 97.68 97.59 97.42 97.12 96.86 

44 99.95  99.64 99.43 99.13 98.79 98.49 98.05 97.85 97.48 97.02 

45 100.70  99.40 99.04 98.73 98.28 98.03 97.80 97.56 97.25 97.03 

46 98.31  99.40 98.98 98.63 98.33 98.28 98.21 97.92 97.55 97.46 

47 99.29  99.33 99.12 98.69 98.26 98.03 97.87 97.52 97.29 97.08 

48 99.53  99.51 99.04 98.81 98.53 98.10 97.73 97.54 97.13 96.82 

49 99.71  99.57 99.29 99.05 98.73 98.44 98.23 98.06 97.60 97.28 

50 99.94  99.69 99.53 99.17 98.86 98.66 98.33 97.91 97.56 96.84 

51 100.10  99.55 99.39 99.06 98.70 98.34 98.02 97.72 97.34 97.08 

52 98.71  99.67 99.39 99.06 98.67 98.43 98.18 97.71 97.41 97.15 

53 99.42  99.41 98.84 98.58 98.22 98.11 97.94 97.66 97.36 96.56 

54 99.92  99.47 99.16 98.79 98.46 98.24 97.91 97.64 97.32 96.92 

55 97.92  99.58 99.07 98.71 98.38 97.93 97.52 97.18 96.84 96.56 

56 98.49  99.28 99.11 98.74 98.38 97.93 97.46 97.15 96.75 96.37 

57 99.59  99.71 99.41 99.08 98.59 98.08 97.79 97.53 97.41 97.35 

58 98.77  99.14 98.84 98.35 97.94 97.43 97.17 96.96 96.63 96.50 

59 100.00  99.47 99.11 98.78 98.46 98.05 97.69 97.48 97.34 97.16 

60 100.20  99.45 98.90 98.53 98.11 97.62 97.38 97.11 96.75 96.54 

Avg. 99.45  99.48 99.14 98.82 98.46 98.16 97.89 97.61 97.29 96.96 

Med. 99.65  99.50 99.11 98.78 98.46 98.16 97.91 97.65 97.33 97.02 

st dev 1.12  0.16 0.22 0.23 0.25 0.30 0.33 0.33 0.32 0.33 

Min. 96.62  99.07 98.73 98.35 97.94 97.43 97.17 96.96 96.63 96.37 

Max. 101.70  99.74 99.53 99.20 98.87 98.69 98.55 98.28 98.07 97.83 
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3.5 Data Set 2, 105°C, 150mA (Forward Voltage) 

No. 
Forward Voltage (V) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 

31 6.466  6.432  6.454  6.484  6.490  6.431  6.438  6.456  6.450  6.440  



Bay Area Compliance Laboratories Corp. (Dongguan) 
No.69, Pulongcun, Puxinhu Industrial Area Tangxia ,  

Dongguan, Guangdong, China. 
The IAS Accreditation Number TL-460 

 

 

Report No. RSZ180912501-10 Page 14 of 16 IESNA LM-80-15 Test Report 

 

3.6 Data Set 2, 105°C, 150mA (Chromaticity Shift) 

No. 
u’ v’ CCT(K) Chromaticity Shift (∆u’v’) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 

31 0.2622  0.5296  2698  0.0003  0.0006  0.0007  0.0009  0.0014  0.0017  0.0019  0.0021  0.0021  

32 0.2626  0.5291  2691  0.0004  0.0005  0.0007  0.0008  0.0011  0.0015  0.0018  0.0021  0.0025  

33 0.2621  0.5303  2696  0.0006  0.0009  0.0012  0.0013  0.0014  0.0017  0.0019  0.0021  0.0028  

34 0.2618  0.5264  2719  0.0006  0.0008  0.0011  0.0013  0.0022  0.0027  0.0028  0.0029  0.0029  

35 0.2645  0.5306  2648  0.0003  0.0005  0.0006  0.0008  0.0010  0.0015  0.0016  0.0018  0.0030  

36 0.2646  0.5303  2647  0.0009  0.0012  0.0015  0.0017  0.0020  0.0021  0.0024  0.0026  0.0027  

37 0.2643  0.5271  2664  0.0008  0.0010  0.0012  0.0013  0.0020  0.0025  0.0028  0.0031  0.0037  

38 0.2622  0.5292  2699  0.0005  0.0007  0.0010  0.0013  0.0016  0.0018  0.0019  0.0021  0.0022  

39 0.2613  0.5279  2722  0.0008  0.0009  0.0012  0.0015  0.0018  0.0020  0.0022  0.0024  0.0024  

40 0.2588  0.5222  2802  0.0009  0.0012  0.0013  0.0016  0.0024  0.0031  0.0033  0.0037  0.0036  

41 0.2605  0.5270  2744  0.0006  0.0010  0.0012  0.0014  0.0024  0.0029  0.0032  0.0033  0.0038  

42 0.2618  0.5256  2721  0.0011  0.0013  0.0015  0.0017  0.0021  0.0028  0.0030  0.0033  0.0037  

43 0.2608  0.5271  2737  0.0010  0.0013  0.0014  0.0017  0.0025  0.0031  0.0034  0.0035  0.0036  

44 0.2632  0.5301  2676  0.0006  0.0008  0.0010  0.0012  0.0013  0.0014  0.0015  0.0017  0.0016  

45 0.2637  0.5300  2666  0.0007  0.0010  0.0012  0.0013  0.0017  0.0019  0.0021  0.0022  0.0022  

46 0.2647  0.5278  2654  0.0008  0.0012  0.0014  0.0017  0.0022  0.0026  0.0030  0.0033  0.0034  

47 0.2635  0.5281  2677  0.0009  0.0012  0.0013  0.0015  0.0026  0.0031  0.0034  0.0036  0.0040  

48 0.2616  0.5289  2713  0.0005  0.0007  0.0009  0.0010  0.0013  0.0016  0.0018  0.0019  0.0018  

49 0.2637  0.5294  2667  0.0007  0.0011  0.0012  0.0013  0.0015  0.0016  0.0017  0.0018  0.0023  

50 0.2627  0.5267  2698  0.0010  0.0014  0.0016  0.0017  0.0021  0.0024  0.0026  0.0029  0.0025  

51 0.2629  0.5282  2689  0.0010  0.0013  0.0016  0.0018  0.0022  0.0028  0.0031  0.0034  0.0035  

52 0.2635  0.5295  2670  0.0010  0.0013  0.0015  0.0018  0.0023  0.0028  0.0030  0.0030  0.0035  

53 0.2618  0.5302  2704  0.0009  0.0013  0.0015  0.0018  0.0023  0.0030  0.0033  0.0035  0.0036  

54 0.2639  0.5301  2662  0.0009  0.0013  0.0016  0.0018  0.0023  0.0028  0.0031  0.0033  0.0036  

55 0.2652  0.5285  2641  0.0011  0.0013  0.0015  0.0017  0.0027  0.0032  0.0035  0.0037  0.0039  

56 0.2631  0.5263  2692  0.0010  0.0014  0.0017  0.0020  0.0029  0.0034  0.0036  0.0039  0.0037  

57 0.2610  0.5288  2725  0.0006  0.0009  0.0010  0.0012  0.0017  0.0023  0.0026  0.0028  0.0033  

58 0.2603  0.5263  2751  0.0007  0.0012  0.0015  0.0016  0.0024  0.0031  0.0033  0.0036  0.0042  

59 0.2650  0.5292  2643  0.0007  0.0010  0.0011  0.0013  0.0017  0.0023  0.0024  0.0026  0.0023  

60 0.2630  0.5269  2692  0.0007  0.0009  0.0012  0.0014  0.0018  0.0021  0.0023  0.0023  0.0027  

Avg. 0.2627  0.5282  2694  0.0008  0.0010  0.0012  0.0014  0.0020  0.0024  0.0026  0.0028  0.0030  

Med. 0.2628  0.5287  2692  0.0007  0.0010  0.0012  0.0015  0.0020  0.0024  0.0027  0.0029  0.0031  

st dev 0.0015  0.0018  37  0.0002  0.0003  0.0003  0.0003  0.0005  0.0006  0.0007  0.0007  0.0007  

st devst dev0.0015 0.0015 0.0018 0.0018 2692 2692 0.0002 0.0002 0.0003 0.0003 0.0003 0.0003 0.0003 0.0003 0.0005 0.0005 0.0006 0.0006 0.0007 0.0007 0.0007 0.0007 
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4 - DUT Photo 

4.1  #Mechanical Dimensions 

  
All dimensions are in millimeter  

4.2 DUT Photo 

 

 
  

TMPLED 
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